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Abstract - Structures of nanoparticles in Fe-16Cr-4.5A1-0.3Ti-2W-0.37Y,0; (K3) and Fe-20Cr-
4.5A1-0.34Ti-0.5Y,03 (MA956) ODS ferritic steels produced by mechanical alloying (MA) and
followed by hot extrusion have been studied using high-resolution transmission electron microscopy
(HRTEM) techniques to understand the formation mechanism of nanoparticles in MA/ODS steels.
The observations of Y-Al-O complex-oxide nanoparticles in both ODS steels imply that
decomposition of Y,03 in association with internal oxidation of Al occurred during mechanical
alloying. While the majority of oxide nanoparticles formed in both steels is Y4Al,O9, a few oxide
particles of YAIOs; are also observed occasionally. These results reveal that Ti (0.3 wt. %) plays an
insignificant role in forming oxide nanoparticles in the presence of Al (4.5 wt. %). HRTEM
observations of crystalline nanoparticles larger than ~2 nm and amorphous or disordered cluster-
domains smaller than ~2 nm provide an insight into the formation mechanism of oxide nanoparticle
in MA/ODS steels, which we believe from our observations involves solid-state amorphization and
re-crystallization. The role of nanoparticles in suppressing radiation-induced swelling is revealed

through TEM examinations of cavity distributions in ion-irradiated Fe-14Cr and K3-ODS ferritic
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steels. HRTEM observations of helium-filled cavities (helium bubbles) preferably trapped at nano-

scale oxide particles and clusters in ion-irradiated K3-ODS are presented.
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1. Introduction

One of the major challenges in designing future fusion reactors is to develop the high-
performance structural materials for first wall and diverter components, which will be exposed high-
energy neutrons (14 MeV) from the deuterium-tritium fusion and helium (He) and hydrogen (H)
from in (a, n)- and (n, p)-transmutation reactions [1]. The choice of structural materials dictates the
design of the fusion reactor systems. In particular, the allowable power plant operating temperature,
the choice of coolant, and the power conversion system are critically dependent on the performance
characteristics of the materials. The selection of suitable structural materials is based on
conventional properties (such as thermophysical, mechanical, and corrosion and compatibility), low
neutron-induced radioactivity, and resistance to radiation-induced damage phenomena such as
material hardening/embrittlement and/or dimensional instability caused by void- and helium-driven
swelling [1, 2]. Oxide dispersion strengthened (ODS) steels, which produced by mechanical
alloying of the elemental (or pre-alloyed) metallic powder with yttria (Y,03) oxide powder and
consolidated by hot extrusion or hot isostatic pressing, are a class of advanced structural materials
with a potential to be used at elevated temperatures due to the dispersion of thermally stable oxide
nanoparticles into the matrix. ODS steels are resistant to radiation-induced swelling and have
improved creep strength and oxidation/corrosion resistance at elevated temperatures compared to
conventional steels. Thus an operating temperature of the first wall in future fusion of >700 °C [3] is
possible, resulting in an improved efficiency of 240% [4].

Although significant progress has been made recently on the processing-microstructure-
property relationships of ODS steels, see reviews of the subject in the literature [5, 6], it remains to
understand the role of fusion-relevant helium and hydrogen transmutation gases on the deformation,
fracture, and cavitational swelling of ODS steels. Since no prototype fusion reactors currently exist,
it is difficult to directly evaluate the effects of high-energy neutron and transmutation gases on the
first wall and diverter components of a fusion reactor. One technique commonly used to study the
evolution of defect structures and the kinetics of cavity formation utilizes transmission electron

microscopy (TEM) examinations of specimens simultaneously bombarded by heavy ions and helium



and/or deuterium ions through so called “dual-beam” and “triple-beam” accelerated experiments [7,
8]. The heavy ions create atomic displacements while the gas ions result in the effects of the
transmutation gases, helium (10 appm/dpa) and hydrogen (40 ~ 45 appm/dpa) [1, 9]. In preparation
for the “dual-beam” and “triple-beam” experiments, we have conducted HRTEM characterization of
as-fabricated Fe-16Cr and Fe-20Cr ODS steels with alloying additions of Al and Ti to document
crystal structure, density population, size distribution, and interfacial structure of oxide nanoparticles.
Emphasis was placed on studying the formation mechanism of nanoparticles that are crucial in

trapping helium bubbles to suppress radiation-induced cavitational swelling.

2. Experimental

The ODS steels used for this investigation were Fe-16Cr-4A1-2W-0.3Ti-0.3Y,03
(designated as K3 [8]) ODS ferritic steels and Fe-20Cr-4.5A1-0.34Ti-0.5Y,0; (designated as MA956
[10]). A full description of the fabrication procedure for the ODS steels can be found elsewhere [11,
12]. Briefly, the pre-alloyed powder was first mechanically alloyed with Y,O3 powder in an argon
gas atmosphere at room temperature using an attrition-type ball mill. The powder was then sealed in
a stainless-steel can and degassed at 400 °C in 0.1 Pa pressure. The canned powders were
subsequently consolidated by a hot extrusion technique at 1150 °C for K3-ODS and 1107 °C for
MA956-ODS steel. After the extrusion, the consolidated K3-ODS steel was thermally treated at
1050 °C for 1 hour. One sample of K3-ODS steel was also annealed at 900 °C for 168 h (one week)
for a thermal-stability study. The chemical composition (in wt.%) of the two ODS steels are:
C: 0.08, Si: 0.033, Cr: 16, W: 1.82, Al: 4.59, Ti: 0.28, Y,03: 0.368, and Fe: balance for K3-ODS
steel [8], and Cr: 20, Al: 4.5, Ti: 0.34, Y,05: 0.5, and Fe: balance for MA956-ODS steel [10]. For
the purpose of investigating the role of nanoparticles in radiation tolerance of ODS steels, a non-
ODS Fe-14wt.% Cr alloy was also prepared using a vacuum arc-melting method followed by hot
rolling at 1050 °C. Dual-beam irradiation of Fe-14Cr alloy and K3-ODS steel loaded in a stainless-
steel specimen holder using 24.18 MeV Fe®" ions for displacement damage and energy-degraded 1.7
MeV He" ions for helium injection was conducted at the JANNUS facility, Saclay, France. The
irradiation temperature was controlled at 425 + 5 °C using a PID referenced thermocouple located on
the specimen holder. The specimen temperature uniformity was estimated by monitoring the surface
temperature of the specimen using a digital infrared camera during heating and ion irradiation. The
surface temperature was uniform within + 2.5 °C and tracked well with the controlling thermocouple.

Figure 1 shows the calculated profiles of displacement damage (dpa), Fe*", and He" using TRIM



code. The implantation depth of helium was over a region extending from 1.5 to 2.75 um beneath
the specimen surface to avoid overlapping with the Fe®" ion region that was over a region extending
from 2.75 to 3.6 um beneath the specimen surface. The displacement damage at the peak position
was 65 dpa, and the specimens were irradiated at ~1 x 10~ dpa/s. The nominal conditions for ion
irradiation at the helium implantation region are as follows: the displacement damage gradually
increases from 10 dpa (at 1.5 pum) to 40 dpa (at 2.75 um), and there are two peaks for helium to dpa
ratio within the helium implantation region: 100 appm/dpa at 2.1 um and 25 appm/dpa at 2.6 um.

Thin foils of the as-fabricated ODS steels for TEM examination were prepared by a
standard procedure that includes slicing, grinding, and polishing. Final thinning of the foils was
performed using a standard twin-jet electropolishing technique in an electrolyte (90 vol.% acetic acid,
10 vol.% perchloric acid) at 30 V and room temperature. Cross-section TEM foils (10 pm x 6 um x
< 0.1 um) of irradiated Fe-14Cr and K3-ODS were prepared using a focused ion-beam (FIB) method.
The foils were lifted out using a micro pick-up system and mounted onto a copper grid. TEM
characterizations were performed using a Phillips CM300 field-emission transmission electron
microscope (accelerating voltage of 300 kV). A software package CaRlIne Crystallography 3.1 [13]
was used to simulate electron diffraction patterns to identify the crystal structure of oxide

nanoparticles.

3. Results and discussion

Typical microstructures of K3 and MA956 ODS steels are shown in Fig. 2a-1b and Fig. 2c-
2d, respectively. Here elongated grains and oxide nanoparticles, mainly Y4Al,O9 (YAM: Yttrium
Aluminum Monoclinic) were observed in both of these ODS steels. However, the oxide
nanoparticle density for MA956-ODS is much lower than that for K3-ODS. The number density and
size distribution of oxide particles of both ODS steels were investigated using energy-filtered
transmission electron microscopy (EFTEM) method. The results are shown in Figs. 3 and 4 for K3-
ODS and MA956-ODS, respectively. The nanoparticle sizes in K3-ODS are typically ranging from
1.69 nm to 67.24 nm in diameter with a mean particle size: 5.91 nm and a particle density: 1.33 x
10 m™, whereas the nanoparticle sizes in MA956-ODS are typically ranging from 2.15 nm to 79.4
nm in diameter with the mean particle size: 8.07 nm and a particle density: 1.0 x 10°° m™. It is worth
noting that these results may also indicate that the size limit of observable nanoparticles using
energy-filtered electron microscopy is 1.7 nm. As we will demonstrate below, the smallest

crystalline nanoparticles we observed by HRTEM are in the range of 1.7 to 2 nm. Particles or



cluster-domains smaller than this, in our observations, were featureless or possibly amorphous in
nature and were difficult to resolve using conventional TEM imaging techniques.

The formation of Y4AlO9 oxide nanoparticles in both ODS steels was identified and
confirmed by matching observed and simulated diffraction patterns, an example of which is shown
in Fig. 5 for the [432]yam-zone diffraction pattern. Y4ALb,Os (YAM) has a monoclinic structure
(space group: P2;/c) with lattice parameters: a=0.7375 nm, b =1.0507 nm, c =1.1113 nm, and § =
108.58°[14, 15]. An orientation relationship between the Y4Al,O9 oxide nanoparticle and the Fe-Cr
(o) matrix can be derived from the diffraction pattern: (011),, || (242)yam and [011]/| [432]yam. By
comparing the Y4Al,Og nanoparticles formed in the ODS steel with the starting Y,Os3 particles (space
group: Ias, a cubic structure with a, = 1.06 nm [14], particle size distribution: 15 — 50 nm [16]) used
to fabricate the ODS steels, we can realize that the formation of oxide nanoparticles in ODS steels is
not solely through fragmentation of Y,Os; particles. In fact, a more complex formation mechanism,
which involves fragmentation of Y,Oj3 particles, decomposition/dissolution of Y,0; fragments, and
reprecipitation of nanoscale precipitates/clusters, has been proposed by Okuda and Fujiwara [17],
Kimura et al. [18], Sakasegawa et al. [19], and Alinger et al. [20]. To form Y4Al,Og nanoparticles in
consolidated MA/ODS steels, the following three reactions should also take place: 1) a dissolution of
Y,0s3 powder particles: Y03 — 2 [Y] + 3 [O], 2) an internal oxidation reaction of Al: 2 [Al] + 3 [O]
— ALOs due to the higher oxygen-affinity of Al (i.e., Al > Ti> Cr > Fe [21]), and 3) a complex-
oxide formation reaction: 2Y,03; + Al,O3 — Y4Al,O9, which can take place at temperatures between
900 °C and 1100 °C [22]. Most recent studies of oxide nanoparticles in various ODS steels
conducted by Marquis [23] using atom probe tomography (APT), Klimiankou et al. [24] using EDX
and EELS, and Hsiung et al. [25] using HRTEM revealed the existence of a core/shell structure in
oxide nanoparticles. The findings of core/shell structures in oxide nanoparticles therefore suggest
that the dissolution/reprecipitation mechanism previously proposed for the formation of oxide
nanoparticles in as-fabricated ODS steels is not fully accountable. More HRTEM results obtained
from K3 and MA956 ODS steels are reported here in order to clarify the formation mechanism of

oxide nanoparticles in MA/ODS steels.

3.1 HRTEM structure of oxide nanoparticles in K3 and MA956 ODS steels
3.1.1 K3-ODS steel
HRTEM studies of the structure of oxide nanoparticles and the orientation relationships

between the oxide nanoparticle and the matrix were mainly conducted from K3-ODS steel samples.



Since the majority of oxide nanoparticles in K3-ODS steel has a size (diameter) ranging from 1.7 nm
to 30 nm according to the size distribution of oxide particles shown in Fig. 3, more attention was
paid on nanoparticles smaller than 30 nm. More than one hundred oxide nanoparticles (mostly

Y 4Al,09) were imaged and analyzed; some noteworthy results are reported here.

Figures 6 and 7 show HRTEM images obtained from a large oxide nanoparticle (20 nm in
diameter) under three different defocus conditions. This large nanoparticle, which is identified to be
Y 4Al,0O9 according to the fast Fourier transformation (FFT) image and the simulated [ 100]yam-zone
pattern, is nearly spherical and incoherent with the matrix. Notice that the lower portion of the large
nanoparticle contains a disordered (amorphous) domain, which does not exhibit any lattice fringes as
those that appeared on the upper portion of the particle. Apparently, this large nanoparticle is only
partially crystallized, and its structure is described by a central crystalline-core and an amorphous-
shell. On the other hand, small nanoparticles (< 10 nm in diameter), as shown in Figs. 8 and 9, tend
to have a facetted shape and are coherent or semi-coherent with the matrix. The FFT image
generated from the nanoparticle in Fig. 8 is of the [100]yam-zone that is in agreement with the
simulated [100]yam-zone pattern. An orientation relationship between the nanoparticle and the
matrix derived from the FFT image is: (011),, || (004)yam and [011]/| [100]yam. The FFT image
generated from the nanoparticle in Fig. 9 is of the [012]yam-zone that is in agreement with the
simulated [012]yam-zone pattern. An orientation relationship between the nanoparticle and the
matrix derived from the FFT image is: (011), || (242)yam and [011],| [012]yam. Clearly, both

nanoparticles are fully crystallized Y4Al,Oo; each has an orientation relationship with the matrix that

(doos)yam | =

is different from the one shown in Fig. 5. A relative larger coherent strain, Ae = |1 — oo | =
011/

30%, is evaluated for the nanoparticle in Fig. 8 compared to a coherent strain, Ae = |1 —

%\ = 9.9%, evaluated for the nanoparticle in Fig. 9. We note that inserting misfit
011/

dislocations at the interfaces to form semi-coherent interfaces can reduce the coherent strains.
Figure 10 shows a partially crystallized oxide nanoparticle (~7 nm in diameter) that
contains a crystalline Y4Al,O9 domain (2 nm x 5 nm in dimension). The FFT image generated from
the crystalline Y4Al,O9 domain is of the [432]yam-zone that is in agreement with the simulated
[432]yam-zone pattern. An orientation relationship between the crystalline Y4Al,O9 domain and the
matrix is (011), || (242)yam and [011], || [432]yam, Which is the same as the one shown in Fig. 6.
HRTEM observation of the interfacial structure between the crystalline Y4Al,O9 domain and the

matrix, as shown in Fig. 11a, reveals facets, ledges, and remnant (thin shell) of amorphous domains



at the interface. Figure 11b shows the high-magnification view of an amorphous domain in the
specified area in Fig. 11a. These observations together with the observations shown in Figs. 6 and 7
clearly reveal that a solid-state amorphization of oxide nanoparticles has taken place during the MA
of the ODS steel. Figure 12 shows another important feature that can only be explained by the
crystallization of an amorphous oxide nanoparticle during consolidation. Here two crystalline

Y 4Al,O9 domains, designated as the [432]; domain and the [221]; domain, can be identified within a
partially crystallized oxide nanoparticle according to the FFT images. While the structure of the left-
hand-side interface between the [432]; domain and the matrix is similar to that shown in Fig. 11, the
structure of the right-hand-side interface between the [221];; domain and the matrix is shown in Fig.
13a, in which facets, ledges, and a remnant (thin shell) of amorphous domains can be readily seen at
the interface. Figure 13b shows the high-magnification view of an amorphous domain in the

specified area in Fig. 13a. One more orientation relationship between Y4Al,O9 and the matrix is

found here: (011),, || (232)yam and [011], || [221]yam. A coherent strain, Ae = |1 — %| = 2%,
011/a

is evaluated for the right-hand-side interface.

Thus, altogether four different orientation relationships have been found between the
coherent Y4Al,O9 nanoparticles and the matrix. The existence of multiple orientation relationship is
likely due the monoclinic structure of Y4Al,O9 where the {011}, planes act as habit planes for the
formation of Y4Al,Og nanoparticles through a ledge growth mechanism. The formation of core/shell
structure in oxide nanoparticles is dependent on the size of nanoparticles; large particles have a
thicker shell, and small particles have either a thinner shell or no shell.

Amorphous or disordered cluster-domains smaller than 2 nm were observed using HRTEM
but could not be detected using EFTEM. The result is shown in Fig. 14, in which the atomic
structure of a nearly perfect matrix of the [012]-zone is shown in Fig. 14a, and several amorphous or
disordered cluster-domains (marked by circles) are shown in Fig. 14b — 14d. The featureless
appearance of disordered cluster-domains can be readily seen in comparison to the lattice-fringe
appearance of the [012] crystalline matrix. The observations of crystalline and stoichiometric oxide
nanoparticles larger than 2 nm and disordered cluster-domains smaller than 2 nm suggest that the
crystallization of amorphous or disordered domains during the consolidation of the K3-ODS at 1150
°C cannot take place when the domain sizes are smaller than a critical size (d. = 2 nm) due to the
insurmountable increase of interfacial energy. To further verify and confirm that the solid-state

amorphization of oxide particles does occur during MA of K3-ODS steel, another crucial



observation is shown in Fig. 15. Here a Y4Al,O9 nanoparticle of the [311]yam-zone, according to
the observed FFT image and the simulated [311]yam-zone pattern, is shown in Fig. 15a. A higher
magnification image taken from the lower portion of the nanoparticle (marked by two arrows) is
shown in Fig. 15b. Here the fragmentation of a powder particle presumably occurred through an
ablation and/or a cleavage fracture during MA can still be recognized from a remnant of sharp and
irregular particle/matrix interface. An amorphous domain (marked by arrows) remains adjacent to
the re-crystallized fragment, which is no longer Y,O3 but Y4Al, Oy, suggesting that a solid-state
amorphization does occur during MA presumably through disordering and solute mixing of Y,03

particle fragments with the matrix constituents (M: Fe, Cr, Al, W, Ti), i.e., Y03 + M

disordering & solute mixing

[YMO Jamorphous: We believe that the results shown here strongly support
the idea that during the consolidation at 1150 °C, nucleation of the crystalline complex-oxide core

occurs within the large amorphous particle (d > d.) by depleting Fe, Cr, W, and Ti to the shell, i.e.,

[YMO ]amorphous é> Y4Al,O9 or YAIO; (core) + M” (shell). The shell remains amorphous and
contains a small amount of oxygen according to the APT analysis reported in [23]. The formation
mechanism of amorphous cluster-domains (d < 2 nm) and oxide nanoparticles (d > 2 nm) with a
core/shell structure will be further discussed later.

It is noteworthy that the additional alloying elements can enhance amorphization of
crystalline materials since the increased number of atom species can render the crystalline materials
more difficult to arrange the constituent atoms into crystallized structure; for example, an amorphous
phase can be obtained in ball-milled Fe-Cr powder particles in the presence of oxygen, but only a
crystalline phase can be obtained in the absence of oxygen [26]. The solid-state amorphization
caused by MA has accordingly been employed as one of the non-equilibrium processing routes to

produce amorphous materials for many metallic and oxide systems [27].

3.1.2 MA956-0ODS steel

HRTEM examinations of oxide nanoparticles in MA956-ODS steel, an early version of Fe-
Cr ODS ferritic steel without W addition, were conducted to verify that oxide nanoparticles
containing a structure of crystallized-core and amorphous-shell can also form in other type of
MA/ODS steel. Three large oxide nanoparticles (d > 20 nm) containing a core/shell structure are
shown in Fig. 16a — 16¢. Here the crystalline cores were identified, according to the FFT images

and simulated diffraction patterns, to be Y4Al,O9 (YAM) for the nanoparticles shown in Fig. 16a-b



and to be YAIO; (YAP: Yttrium Aluminum Perovskite) for the nanoparticle shown in Fig. 16c.
Notice that the shell is significantly thicker in MA956 than in K3-ODS. The FFT images generated
from Y4AL Oy (YAM) cores in Figs. 16a and 16b are of the [102]yam-zone and of the [ilO]YAM—Zone,
respectively; the FFT image generated from Y AIO; core in Fig. 16c¢ is of the [212]yap-zone. YAIOs
(YAP) has a perovskite-like orthorhombic structure (space group: Pbnm) with lattice parameters: a =
0.5179 nm, b =0.5329 nm and ¢ = 0.737 nm [15]. YAP can be formed through a complex-oxide
formation reaction: 2Y,03 + 2A1,03 — Y AlO; at temperatures between 1100 °C and 1250 °C [22].
Two small (2 nm <d <3 nm) and one large (d = 15 nm) oxide nanoparticles without a core/shell
structure are shown in Fig. 17. They were identified to be Y4Al,Oy oxide according to the observed
FFT image; the large one orients near to the [102];-zone direction and the two small ones orient near
to the [732]y-zone direction. Similar to that found in K3-ODS steel, the formation of core/shell
structure in MA956-ODS steel is also apparently dependent on the size of the nanoparticles.

The preferred formation of Y-AI-O oxides in K3 and MA956 ODS steels containing both
Al (4.5 wt. %) and Ti (0.3 wt. %) suggests that Ti (0.3 wt. %) plays an insignificant role in forming
oxide nanoparticles in the presence of Al (4.5 wt. %), which is in agreement with the result reported
by Kasada et al [10]. It is noteworthy that another Y-Al-O oxide compound: Y;AlsO; (YAG:
Yttrium Aluminum Garnet), which has a cubic structure (space group: Ia3d) with a lattice parameter:
a=1.201 nm, was not observed in as-fabricated K3- and MA-956-ODS steels. That is probably
because nanoparticles of Y3AlsO;; can only be formed through a complex-oxide formation reaction:

3Y,0; + 5A1L0; — 2Y3Al50,, at temperatures between 1400 °C and 1600 °C [22].

3.3 Formation mechanism of crystalline-oxide nanoparticles and amorphous nanoclusters
Figure 18a — 18c show the result of a K3-ODS steel sample annealed at 900 °C for 168
hours. Here a small Y4Al,O9 nanoparticle (< 10 nm) remains facetted (Fig. 18a), a large Y4Al,09
nanoparticle (> 20 nm) becomes perfectly spherical without a core/shell structure (Fig. 18b), and the
mean size and the number density of oxide nanoparticles are 6.6 nm and 1.67 x 10* cm™
respectively (Fig. 18c), which are about the same values as in the as-fabricated K3-ODS. These
results suggest that the core/shell structures of oxide nanoparticles formed in as-fabricated K3 and
MA956 ODS steels are in fact far from chemical equilibrium. The formation mechanism of oxide
nanoparticles is accordingly proposed and schematically illustrated in Fig. 19a based on the above
HRTEM observations. The formation mechanism basically include the following stages: (1)

Fragmentation of starting Y,O3; powder particles to form finely-dispersed nano-scale fragments



during early stages of ball milling; (2) Agglomeration and amorphization of fragments mixed with
the matrix constituents to form amorphous agglomerates and clusters ((MYO], M: Fe, Cr, Al, W, Ti)
during later stages of ball milling; (3) Crystallization of the amorphous agglomerates larger than a
critical size (~2 nm) to form oxide nanoparticles with a complex-oxide core and solute-enriched (M)
shell during the consolidation at 1150 °C. It is noteworthy that the fragmentation of oxide particles
is more severe at early stages of ball milling; however, the fragmentation is expected to proceed
even at later stages of ball milling.

The contents of complex-oxide core and solute-enriched shell are dependent on the
compositions of different ODS steels. Y-Al complex-oxide (such as Y4Al,O9 and YAIO;) cores can
form in Al-contained K3 and MA956 ODS steels, Y-Ti complex-oxide (such as Y,TiOs and Y,Ti,07)
cores can form in Ti-contained MA957 ODS steels with no addition of Al [23], and Y,O; cores can
form in Eurofer 9Cr-ODS steels with no additions of Al and Ti [24]. The solute-enriched shells can
be perceived as a result of the depletion of the solutes that are not involved in the internal oxidation
reactions for the complex-oxide cores such as Cr-enriched shells in the nanoparticles of MA957 and
Mn- and V-enriched shells in the nanoparticles of Eurofer 9Cr-ODS steel [23, 24]. The shell
thickness is dependent on the size of nanoparticles since the larger the particle the more matrix
material can be solution-mixed during the agglomeration and amorphization stage and thus more
solutes will be depleted from the oxide core during the crystallization stage, as illustrated in Fig. 19b.
A solute-enriched shell forms when solute depletion rate from the core is greater than solute

diffusion rate from the oxide/matrix interface during the crystallization stage.

3.4 The nature of cavities in (Fe®* + He") dual-ion irradiated Fe-14Cr and K3-ODS

Under steady-state conditions, the radial growth rate of helium-filled cavities is determined
by both the excess vacancy flux (S) and the helium gas pressure (Py) from the number of helium
atoms (N,) in each cavity, according to the rate theory of swelling in irradiated metals [28, 29]. The
increase in both S and N, in the high-energy neutron damage environment of fusion reactors can
result in the decrease in the critical cavity radius above which rapid vacancy- or bias-driven growth
occurs and leads to cavitational swelling. When the number of helium atoms within a cavity exceeds
a critical value (ny), the critical radius effectively disappears and bias-driven cavity growth occurs
regardless of the cavity radius. The size for which the critical radius disappears upon the addition of
more helium is termed the minimum critical radius (7). The helium-filled cavities with radii larger

than r"are called voids; the helium-filled cavities with radii smaller than 7" are called helium-



inflated cavities or helium bubbles. It is noteworthy that theoretically the critical cavity radius
containing no helium gas (r,?) is about 1.5 times of the critical cavity radius containing helium gas
() [28], which has been empirically determined to be 2.5 nm (i.e., d; = 5 nm) in an Fe-10 Cr alloy
that was implanted with 300 ppm helium, annealed, and then ion-irradiated to 30 dpa at 574 °C [30].

A crucial concept (hypothesis) of developing ODS steels for radiation tolerance or swelling
resistance is that the onset of swelling can be effectively delayed by the formation of a high-density
of helium-filled cavities at a fine dispersion of nano-scale particles to reduce the number of helium
atoms for each cavity to below the critical number of helium atoms (ny) thus inhibiting rapid void
growth. The reasons of achieving this effect can be twofold. First, an increase in cavity density
leads to an increase in ng and 77" because the excess vacancy flux (S) to each cavity is reduced. The
second reason is that an increase in cavity density can reduce the accumulation rate of helium atoms
in each cavity since the number of helium atoms available is diluted over a large number of cavities.
Thus, the helium concentration, which can be accommodated without swelling, is greater in ODS
steels than in a non-ODS matrix of the same alloy composition. A cavity number density higher
than 5 x 10'> m™ was accordingly postulated by Mansur and Lee [31] to be one of the principles for
alloy design to achieve swelling resistance. According to their theoretical calculations, ~7.5 x 10°
appm helium can be accommodated without triggering swelling when the cavity number density is 5
x 10" m™. It is noteworthy that for an assumed plant lifetime of 30 years, ~ 750 dpa and ~7.5 x 10
appm helium will be produced in the first wall of a fusion reactor [32]. The existence of critical
quantities of r;"and ng for bubble-to-void conversion leads to the expectation of a bimodal size-
distribution of cavities. That is, some cavities containing more than ng; helium atoms grow more
rapidly to larger voids, and other cavities containing less than ny helium atoms remain as small and
stable bubbles. A bimodal size-distribution of cavities was accordingly observed in irradiated Fe-Cr
ferritic alloys containing a low-number density (< 1 x 10*' m™) of oxide particles or no oxide
particles [30, 33, 34], and a unimodal size-distribution of cavities was observed in irradiated ODS
steels containing a high number-density (> 1x 10* m™) of oxide particles [33].

To reveal the effect of nanoparticles on the distribution natures of cavities and the role
nano-scale crystalline-oxide particles and amorphous clusters in trapping the helium-filled cavities,
(Fe*" + He") dual-ion irradiation experiments were conducted on both K3-ODS steel and Fe-14Cr
alloy. Effort was made to observe and image the cavities using TEM imaging techniques under out-
of-focus (defocus) conditions. Cavities appear as white dots surrounded with a dark Fresnel fringe

in under-focus images, and as dark dots surrounded with a bright Fresnel fringe in over-focus images



[35]. Important results including HRTEM observations are demonstrated and critically discussed

below.

3.4.1 Fe-14Cr

Figure 20a shows a typical TEM observation of cavities formed in irradiated Fe-14Cer,
which have diameters ranging between 0.9 nm and 15 nm and a number density of ~1.7 x 10** m™.
Notice that the distribution of cavities is somewhat uneven and localized. Figure 20b shows
HRTEM images of a spherical cavity of a diameter of ~2 nm and an imperfect faceted cavity of a
diameter of ~15 nm. Both cavities are surrounded by a dark Fresnel fringe in an under-focus
condition of -100 nm. Figure 20c is a histogram of cavity diameter versus frequency, which clearly
reveals a bimodal distribution of cavities in irradiated Fe-14Cr. The larger cavities (voids) have a
density population (py) of 1.9 x 10*! m” and an average diameter (dy) of 6.9 nm. The smaller
cavities (bubbles) have a number density (py) of 1.5 x 10%? m™ and an average diameter (dp) of 2.1
nm. Here the upper cut-off diameter for the smaller cavities is ~4.25 nm, which is approximately
equal to the theoretical minimum critical diameter (27") above which bias-driven growth occurs.
Thus, assuming that the smaller cavities have not achieved the critical radius and the larger cavities
have exceeded the critical radius, the critical radius of cavity (") estimated from the experimental
data shown in Fig. 20c is ~2.1 nm. This is reasonable compared to the value (7" = 2.5 nm) reported
for Fe-10Cr irradiated at 574 °C [30]. It is noteworthy that cavities with a size smaller than 1,0 (=
1.57 ~3.15nm) or d? (= 2r2 ~ 6.3 nm) cannot survive without becoming inflated by helium gas.
Thus, the observed cavities shown in Figs. 20a and 20b are in fact helium-inflated cavities, i.e.,
helium bubbles. It is also noteworthy that many small bubbles tend to form heterogeneously with
dislocation lines and inclusion particles, as shown in Fig. 21. Here, as more clearly shown in two
high-magnification images of the bubbles marked by a and b, inclusion particles of ~1 nm and ~2
nm can be seen within these two bubbles that appear as black contrasts surrounded with a white
Fresnel fringe in over-focus images. The heterogeneous nucleation of cavities at dislocation lines

and inclusion particles leads to the uneven and localized distribution of cavities in irradiated Fe-14Cr.

3.4.2 K3-ODS
A typical TEM observation of a unimodal distribution of cavities in irradiated K3-ODS is
shown in Fig. 22. Many spherical cavities (d = 1 nm to 2 nm), which are mostly located at the

oxide/matrix interfaces, can be clearly seen in Fig. 22a under an under-focus condition of -1 pum.



The crystalline-oxide particles, which appear with lattice fringes (labeled A through F; d =5 nm to
10 nm), can be more readily seen in Fig. 22a under an over-focus condition of +0.5 um. Figure 22b
shows the formation of cavities in association with crystalline-oxide particles (labeled A, B, C; d =
10 nm) and clusters (d < 2 nm), both can be more readily seen under an over-focus condition of +0.5
um. The cavities in association with cluster-cores can have nearly spherical-, platelet-, or cuboidal-
shape depending on the shapes of the clusters. Those nearly spherical cavities, which contain
spherical clusters (d <2 nm), have an apparent size: 3 nm to 4 nm in diameter. Those platelet
cavities (~2.5 nm thick) contain platelet clusters that are thinner than 2 nm. Since almost all the
observed cavities have sizes smaller than 7,0 (~3.15 nm) or d? (~6.3 nm), they can be called helium-
inflated cavities or helium bubbles. High-resolution TEM images of helium bubbles in association
with cluster-domains of various shapes are shown in Fig. 23a. Here each helium bubble appears as
white contrast surrounded with a dark Fresnel fringe in the under-focus image. Also noted is that
each helium bubble appears as a thin “shell” “encompassing” feature of helium surrounding the
disordered (amorphous) cluster-domain. The possible formation mechanism of this helium structure
may be visualized by examining Fig. 23b, in which several individual bubbles are found to trap at a
cluster-domain. This suggests that the appearance of cluster-core/bubble-shell is a result of the
coalescence of small bubbles (or helium-vacancy clusters) trapped at a disordered cluster-domain, as
conceptualized in the illustration in Fig. 23b.

Note that the cavity number density in irradiated K3-ODS (Fig. 21) is ~2.0 x 102 m™,
which is an order of magnitude higher than both the number density of crystalline-oxide
nanoparticles of ~1.0 x 10** m™ (Fig. 3) and the cavity number density of ~2.0 x 10** m™ in
irradiated Fe-14Cr (Fig. 20). This suggests that the helium-filled cavities (bubbles) in irradiated K3-
ODS were mostly trapped at amorphous nanoclusters (d < 2 nm), which are difficult to resolve using
conventional TEM imaging techniques. The K3-ODS steel is considered to be swelling resistant
since the cavity number density in irradiated K3-ODS is greater than the critical number density of 5
x 10* m™ for alloy design to achieve swelling resistance [31]. The high-density amorphous
nanoclusters may be playing a dominant role by virtue of their high number density in enhancing the
radiation-tolerance of ODS steels with respect to helium management of the attainable helium atoms

for each cavity to below critical quantity of ny for swelling.

4. Conclusion



The crystal structure, the number density, the size distribution, and the interfacial structure
of oxide nanoparticles in Fe-20Cr-4.5A1-0.34Ti-0.5Y,03; (MA956) and Fe-16Cr-4.5A1-0.3Ti-2W-
0.37Y,03 (K3) ODS ferritic steels have been investigated. Oxide nanoparticles with a structure
characterized by a crystalline core and an amorphous shell were frequently observed in as-fabricated
K3 and MA956 ODS steels. The core is mainly Y4Al,O9 (YAM) complex-oxide. Oxide
nanoparticles in K3-ODS steel are denser and finer than those in MA956-ODS steel investigated
here. Small crystalline nanoparticles (d < 10 nm) tend to be coherent or semi-coherent with the
matrix; large crystalline nanoparticles (d > 20 nm) tend to be incoherent with the matrix. A three-
stage formation mechanism of oxide nanoparticles is proposed: (1) Fragmentation of starting Y,03
particles during early stages of ball milling; (2) Agglomeration and solid-state amorphization of
Y,0s fragments mixing with matrix constituents during later stages of ball milling; (3)
Crystallization of the amorphous agglomerates larger than ~2 nm to form oxide nanoparticles with a
core/shell structure during the consolidation at 1150 °C. Agglomerates or clusters smaller than ~2
nm remain amorphous (disordered). The core/shell structures of oxide nanoparticles formed in as-
fabricated K3 and MA957 ODS steels are far from chemical equilibrium; the core/shell structure of
oxide nanoparticles in K3-ODS vanishes after prolonged annealing.

Results of (Fe®” + He") dual-ion irradiation experiments reveal the formation of a bimodal
and uneven distribution of cavities with a number density of ~2.0 x 10* m™ in Fe-14Cr but a
unimodal distribution of cavities with a number density of ~2 x 10 m™ in K3-ODS. The uneven
distribution of cavities in irradiated Fe-14Cr is likely due to the heterogeneous nucleation of cavities
at dislocations and inclusion particles, whereas the unimodal distribution of cavities in K3-ODS is
likely due to the heterogeneous nucleation of cavities at high number density of nanoclusters (d <2
nm). The amorphous nanoclusters are found to play a possible important role in enhancing radiation
resistance of K3-ODS steel with respect to helium management of the attainable helium atoms for
each cavity to below critical quantity of ny for swelling.
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Fig. 1. TRIM calculation of dose (dpa), helium-to-dpa ratio (appm/dpa), and Fe (appm) profiles.
The penetration depth of ions was over a region that extends from 1.5 to 2.75 um beneath the
specimen surface for He and extends from 2.75 to 3.6 um beneath the specimen surface for Fe.
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Fig. 2. (a) Bright-field TEM image shows typical grain morphology of K3-ODS steel, (b) dark-field
TEM image and selected-area diffraction pattern of the [011]pe-crw) || [432]yam-zone show the
formation of dense Y4Al,O9 nanoparticles in K3-ODS steel, (c) bright-field TEM image shows
typical grain morphology of MA956-ODS steel, (d) dark-field TEM image and selected-area
diffraction pattern of the [011]re-cra) || [432]yam-zone show the formation of Y4Al,O9 nanoparticles
in MA956-ODS steel.
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Fig. 3. The number density, the size distribution, and the mean size of oxide particles in K3-ODS
steel are displayed together with a typical morphology of nanoparticles observed using energy-

filtered microscopy.
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Fig. 4. The number density, the size distribution, and the mean size of oxide particles in MA956-
ODS steel are displayed together with a typical morphology of nanoparticles observed using energy-
filtered microscopy.
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Fig. 5. (a) Observed and simulated diffraction patterns of the [011]gc.cr(o)-zone and the [432]yam-
zone for identifying the formation of Y4Al,O9 complex-oxide nanoparticles; (b) superimpose of the

simulated [011] pe-cr(a)-zone and [432]yam-zone patterns; (c) crystal structure of Y4Al,O9 oxide
compound.
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Fig. 6. HRTEM and FFT images of a large Y4Al,O9 (> 20 nm) nanoparticle obtained at a defocus
condition of -20 nm. A simulated diffraction pattern of the [100]yam-zone is displayed.

Fig. 7. HRTEM images of the same Y4Al,O9¢ nanoparticle in Fig. 6 obtained at two different defocus
conditions (a) -50 nm, (b) -75 nm.
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Fig. 8. HRTEM image shows a facetted small nanoparticle. The orientation relationship between the
oxide nanoparticle and the matrix can be derived from the FFT image.
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Fig. 9. HRTEM image shows a facetted and fully crystallized small nanoparticle (d < 10 nm) that is
coherent with the matrix. The orientation relationship between the oxide nanoparticle and the matrix
can be derived from the FFT image.



Fig. 10. HRTEM image shows a Y4Al,Oy crystalline domain (2 x 5 nm) formed in a partially
crystallized nanoparticle, and a FFT image is displayed with a simulated diffraction pattern of the
[432]yam-zone. The orientation relationship between the crystalline domain and the matrix is the
same as the one shown in Fig. 6.

Fig. 11. HRTEM images show the structure of interface between the crystalline domain and the
matrix in Fig. 9. (a) Facets, ledges, remnant of amorphous domains (marked by arrows) can be
readily seen at the interfaces, and (b) a higher magnification view of an amorphous domain in a
framed area in (a).




Fig. 12. HRTEM image shows the formation of multiple Y4Al,O9 domains in an oxide nanoparticle.
Two different orientation relationships between Y4Al,O9 oxide and the matrix can be readily derived
from the FFT image.

Fig. 13. HRTEM image shows the interfacial structure of the nanoparticle in Fig. 12. (a) Facets,
ledges, and remnant of amorphous domains (marked by arrows) can be found at the oxide (domain
II)/matrix interface, and (b) a higher magnification view of an amorphous domain in a framed area in

(a).



L F e
in

- Disoudered
" - gluster- "
domains

Fig. 14. HRTEM images show the atomic structure of (a) a nearly perfect matrix of the [012]-zone
and (b, c, d) matrices of the [012]-zone containing disordered cluster-domains (d <2 nm). Notice
the inset in (a) is the simulated atomic structure of the [012]-zone.



(b) a higher

magnification image taken from the lower portion of the nanoparticle (marked by arrows) reveals
that an amorphous domain (marked by arrows) remains adjacent to the Y4Al,Oy fragment. This

2

Fig. 15. (a) The sharp and irregular particle/matrix interface of a Y4Al,O9 nanoparticle of the

[311]yam-zone reveals the occurrence of particle fragmentation during MA;

observation suggests that a solid-state amorphization can occur through the mechanical attrition and

chemical agglomeration of Y,Oj3 particles with matrix constituents.
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Fig. 16. HRTEM images show three oxide nanoparticles (d > 20 nm) with a core/shell structure
formed in MA956-ODS. The nanoparticles contain (a) a Y4Al,Og core of the [102]-zone, (b) a

Y 4ALOy core of the [110]-zone, (c) a YAIO; core of the [212]-zone, (d) crystal structure of Y,AlO3
(YAP) oxide compound. Here FFT images are shown together with simulated diffraction patterns.
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Fig. 17. HRTEM image shows a large Y4Al,O9 nanoparticle (d = 15 nm) of the [102];-zone and two
small Y4AL,Oy nanoparticle (2 nm < d < 3 nm) of the [732]y-zone, which contain no core/shell
structure, formed in MA956-ODS. Note that the Y4Al,O9 nanoparticle of 2 nm is the smallest
crystalline nanoparticle that has been observed using HRTEM techniques.
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Fig. 18. HRTEM images show (a) a small Y4Al,09 nanoparticle (< 10 nm), viewed from the [111]
direction, remains facetted, (b) a large Y4Al,O9 nanoparticle (> 20 nm), viewed from nearly the
[334]yam —zone, becomes perfectly spherical without a core/shell structure in K3-ODS steel after
annealing at 900 °C for 168 hours, and (c) the number density, the size distribution, and the mean
size of oxide nanoparticles are displayed together with a typical morphology of nanoparticles
observed using energy-filtered microscopy.
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Fig. 19. Schematic illustrations show (a) a three-stage mechanism for the formation of oxide
nanoparticles containing a core/shell structure during MA and consolidation (b) size effect on the
formation of core/shell structures in oxide nanoparticles. A solute-enriched shell can form in
particles larger than 2 nm when solute depletion rate from the core is greater than solute diffusion
rate from the oxide/matrix interface during the crystallization stage; a particle smaller than 2 nm
remains amorphous.
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Fig. 20. (a) Bright-field TEM image, (b) HRTEM images, and (c) histogram of cavity diameters
versus frequency show a bimodal distribution of cavities in irradiated Fe-14Cr.
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Fig. 21. Bright-filed TEM images show the heterogeneous nucleation of helium bubbles in
association with dislocation lines and inclusion particles. The high-magnification TEM images
taken from the bubbles labelled a and b reveal that inclusion particles of ~1 nm and ~2 nm can be
readily seen within these two bubbles, which appear as black contrasts surrounded by a white
Fresnel fringe in over-focus images.
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Fig. 22. TEM images show (a) many spherical cavities (d = 1 nm to 2 nm), which are mostly located
at the oxide/matrix interfaces, can be clearly seen in under an under-focus condition: -1 um; the
crystalline-oxide particles appeared with lattice fringes (labeled A through F; d = 5 nm to 10 nm) can
be more readily seen under an over-focus condition of +0.5 um; (b) the formation of cavities in
association with crystalline-oxide particles (labeled A, B, C; d = 10 nm) and clusters (d <2 nm),
both can be more readily seen under an over-focus condition of +0.5 pm.
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Fig. 23. (a) HRTEM images of helium bubbles in association with cluster-domains of various shape.
Here each helium bubble appears as white contrast surrounded by a dark Fresnel fringe in each
under-focus image; (b) HRTEM image shows the trapping of several individual bubbles at a
disordered cluster-domain, which suggests that the appearance of cluster-core/bubble-shell is a result
of the coalescence of small bubbles as conceptualized in the illustration.



